
 

 

  Max Load Max Stress Flexural Modulus 

1 736.5 595.1811123 35.90468499 

2 776.5 645.0964363 40.36899893 

3 778.5 624.1934131 39.3081502 

4 822.5 628.8901125 40.10831626 

5 797.75 643.2788782 41.57005943 

Average 781.8350021 627.0662181 39.40391347 

Std Dev 28.28586219 17.97685212 1.916348108 
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